has a better performance compared to Tafpack-Super modification asphalt (5% &
10%).

Generally, the performance of semi flexible pavement tested in this research are
still unsatisfied and only meet the specification of Marshall stability for medium
traffic load in the range of 550 kg up to 800 kg, while the Marshall stability
required for high traffic load are 800 kg to 1.800 kg.
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