
Karakteristik V-t

y = -7.8178Ln(x) + 1228.8

y = -79.982Ln(x) + 801.11
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0

100

200

300

400

500

600

700

800

900

1000

1100

1200

1300

0 2 4 6 8 10 12 14 16 18

t (s)

V (Volt)

Teg. Impuls

ZnO Murrni

ZnMn 0.5 %

ZnMn 1 %

ZnMn 1.5 %

ZnMn 2 %

ZnMn 5 %

 
 

y = -8.3841x
2
 + 45.231x - 82.879
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y = -0.0166x
2
 + 0.1424x + 0.4484

0

0.1

0.2

0.3

0.4

0.5

0.6

0.7

0.8

0 1 2 3 4 5 6
% Komposisi

   β

(non linear)

0.5662

0.33

0.5509

0.72

0.6685

0.74

 


